
Designation: C 1048-04

Standard Specification for
Heat-Treated Flat Glass-Kind HS, Kind FT Coated and
Uncoated Glassl

This standard is issued under the lixed designation C 1048; the number immediately following the designation indicates the year of
original adoption or, in the case ofrevision, the year oflast revision. A number in ptrentheses indicates the yer of last reapproval. A
superscript epsilon (e) indicates an editorial change since the last revision or reapproval.

This standard has been approvetl for use by agencies of the Deportment of Defense.

1. Scope

1.1 This specification covers the requirements for flat heat-
strengthened amd flat fully ternpered coated and uncoated glass
use<i in general truiiding construction.

I.2 The dimensio,nal values stated in SI units are to be
regarded as the standarcl. The units given in parentheses are for
infbrmation only.

i.3 The fbllowing safety hazards caveaf pertains only 1o the
test method pofiion, Secticn ll, of this specification: XAis
standard does not purpart to ad.dres,s cll of the safefy concenu,
it any, associated with its wse- It is the responsibility af tlze user
of this sttutdard to establish appropriate safety and health
practices and determine the applicabiliry* of regutatory linita-
tions prior to use.2

2. Referenced Documents

2.1 ASTM Standards: 3

C 162 Ternrinoiogy of Glass and Glass Products
C 346 Test Method for 45-deg Specular Gloss of Ceramic

Materials
C724 Test Methods for Acid Resistance of Ceramic Deco-

raiions on Architectural -Type Glass
C 978 Test Method for Photoelastic Determination of Re-

sidual Stress in a Transparent Glass Matrix Using a
Folarizing Miaoscope and Optical Retardation Compen-
sation Procedures

C 1036 Specification for Flat Glass
C l2A3 Test Method for Quantitative Determination of

Alkali Resistance of a Ceramic-Glass Enamel

i This specificadon is under the jurisdicrion of ASTM Committse Cl4 rrn Glass
aad Class Prodrct-c and is the djrect responsibility of Subcomrnitrm C l4.0ti an Flat
Glass.

Cunent edition approved Jan. 1, 2t)04. Published March 2004. Originally
approved in i985. Last previous edition approved in 1997 as C 1048 - 97b.

t Reference to these documents shall be the latest issue unless otheryise
specified by dre :uthority applying this specificati*n"

r For referenced ASTM standards, visit the ASTM website- www-astm.crg, or
contact ASTM Customff Service ar service@astm.org. For Annual Book of ASTM
Standarls volume information, rel-er to the staildard's I)ocument Summary page on
the ASTM website.

C 1279 Test Method for Non-Destructive Photoelastic Mea,
surement of Edge and Surface Stresses in Annealed,
Heat-Stlengthene<1, and Fully Ternpered Flat Gias*

2.2 ANSI Srandqrd:
297.l Safety Performance Specifications and Methods of

Test for Safety Glazing Materials Used in Buildings't
2.3 Otlrcr Docunrcnts:
CPSC 16 CFR l20l Safery Standend for Archirecfural

0lazing Materialss

3" Terminologv

3.1 Definitions.' For delinitions of terms used irl this speci-
fication, refer to Terminology C 162 and Specification C 1036.

4. Classification

4.1 Kinds-Flat glass fumished under this specification
shall be of the following kinds, as specifled (see Section 6):

4.1.1 Kind l{,T-I-{eat-strengthened glass shall be flat glass,
either transparent {}r patterned, in accordcurce with the appli,
cable requirements of Specificaticn C 1036 as further pro-
cessed to conform with the requirements hereinafter specified
for heat-strengthened glass.

4.1.2 Kind F7:-Fu11y tempered glass shall be flat glass,
either transparent or patterned in accordance with the appli-
cable requirernents of Specification C 1036 as f'urther pro-
cessed to conform with the requirements hereinafter specified
for fully ternpered glass.

4"2 Conditiorus--Glass furnished under this specificatioc
shall be of the folkrwing conditions, as specified {see Section
6):

4.2.1 Condition A-Uncoated surfaces.
4.2.2 Condition 8-*Spandrel glass, one suriace ceramic

coated.
4.2.3 Condition C-Othq coared glass.

a Available from American Nari$nal Staldards Instilute- 25 W. 43rd St.. 4th
Floor, New York, NY 10036.

5 Availahle tiom Superintendent ol' Documents, U.S. Goyernment printing
Office, Washington, DC 20,102-

Copyright O ASTM lnternational, 100 Barr Harbor Drive, PO Box C700, West Conshohtrken, PA 19428-2959, United States.
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4"3 '{ypes, Classes, Forws, Qualities, and Finkhes-these

arre described in Specification C 1036.

5. Intended Use

5.1 Kind HS-Heat-strengthened glass is generally twice as

strong as annealed glass of the same thickness and configura-
tion. When broken, the fragments are generally similar to that
of annealed glass. Intended for general glazing when additional
strength is desired but not requiring the strength of fully
tempered glass.

Nora l-Caution: Monolithic heat-strengthened glass is not suitable
for safety glazing as defined by ANSI 297. I or CPSC 16 CFR 1201.

5.2 Kind FT--Fully tempered glass is approximately four
times as strong as annealed glass of the same thickness and
configuration. When broken, by impact, fully tempered glass
fractures into relatively small pieces rneeting safety glazing
requirements therelry greatly reducing the likelihood of serious
cutting or piercing inluries in comparison with ordinary an-
nealed glass. Fully tempered glass is intended for use in
applications where its strength or safety characteristics may be
required. For some applications, such as docrs used for
passage, tub and shower enclosures and fixed glass in clcse
proximity to a walking surf'ace. lully tempered gler.ss is required
by building codes and ordinances. It is often used for cther
applications where the properties of fully tempered glass are
desirable such as table tops, counter tops, show case enclosures
and sinrilar applications.

6. Ordering Information

6,1 Purchasers should select the pref'erred options permitted
in this specilication and inciude the following information in
procuremenl documents:

6.1.1 Title. number, and date of this specification.
6.1.2 Kind, condifion, type, class, style, form, quidity, finish,

and pattern of glass as applicable (see Section 4).
5.1.3 Fabrication requirernenlc (se€ 7.1).
6.I.4 Recluirements for fittings and hardware (see 7.2).
6. 1.5 Specilic iocation of tong marks, when required {see

'7.3).

6.1.6 Custom design or texture required (see 7.8).
6.1.7 Glass thickness (see 9.1).
6.1.8 Pattern-cut glass must be within the tolerances speci-

fled (see 9.3).
6.1.9 When surface or edge compression test is required for

Kind HS or Kind FT glass (see 8.1.1).

6.1.10 When break safe characteristics are required for fully
tempered (Kind FT) glass (see 8.1.2).

6.1.11 Color or tint of glass (see 8.2).

6.1.12 When either permanent or temporary identification
marking is required (see Section 12).

6.1.13 Surface treatment or coatings for Condition B and
Condition C glass (see 8.3 and 8.4).

6.1.14 When addition of fallout resistance capability is
required for Condition A, Condition B, or Condition C glasses

used as spandrels. (Normally achieved by adhering a reinforc-
ing n-raterial to the glass surface.) (See 11.3.)

?
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7. Fabricatien

7 "l Fcbricarion-All fabrication, such as cutting to overall
dimensions, edgework, drilled holes, notching, grinding, sand-
blasting, and etching, shall be performed before strengthening
or tempering and shall be as specified (see Section 6 and 1 .9).
After the glass has been heat sffengthened or tempered, it shall
not be modified except as recommended by the fabricator; for
example, some Condition C coatings. No modification shall be
made that will affect its structural characteristics or integrity as
specified in this specificarion.

7.2 Fittings and Harclware-Requirements for fittings and
hardware shall be as specified (see Section 6) or as shown on
plans or dr:awings. Fittings and hardware specified shall be
compatible with glass fabrication linritations.

7.3 Tbng Ma.rks-The center of tong rrarks, when present,
shall be located a maximum of 12.7 mrn(.Vt" in.) friim one edge
of the glms on thicknesses up to and including 9.5 mm (% in.),
On thicknesses over 9.5 mrn, the center of tong marks. when
present, shall be located a maximum ol 19 mm (Y+ in.) fiom
one edge of the glass. Tong marks shall be located on a specific
edge when specified (see Section 6). For locarion oftong rnarks
on giass with special fabrication or irregular patterns, consult
fabricators.

7.4 Distortion:
7.4.1 Thermally tempered and heat-strengthened glass is

made by heating glass in a furnace to a temperature at which
the glass becomes slightly plastic. Immediately after heating,
the glass surfaces are rapidly cooled by quenching with air
from a series of nozzles. The original llatness of the glass is
slightly modified by the heat treatrnent, causing reflectecj
irnages to be distorted. When viewing images through the
glass, the distonion, in rnost glazing applications, is less th:ul
that of reflected images and is not as noticeable.

"1 .4.2 Fully tempered and heat-strrengthened glass thar hin
been rnade in a verticai furnace contains small surface depres-
sions alcing oue edge resembling dimples {tong marks} (see
7.3). Distortion will bre observed in the areas surrounding the
tong marks" Fully tempered and heat-strengthened glass that
has been rnade in a horizontal fumace may contain surface
distortion {fbr example, picture framing, heat distortion or
roller wave distortion). Distortion will be derected when
viewing images reflected from the glass surf'ace.

7.4.3 Pressures, exerted around the periphery of glass by the
glazing system. can also alter glass flatness thereby distorting
reflected images. This is true regardless of whether or not the
glass is heat treated.

7.4.4 Sealed insulating glass units also exhibit distortion
regardless of glass type. Air or gas, trapped in the sealed
airspace between the panes, expands or contracts with tem-
perature and baromeffic changes, creating a pressure differen-
tial between the airspace and the atmosphere. The glass reacts
to the pressure differential by being cleflected inward or
outward.

7.4.5 Regardless of glass flatness, the degree of reflected
distortion perceived is largely due to the characteristics or
symmetry of the object being re{lected. Linear objects (such as
building curtain walls and telephone poles) and moving objects



.ffic1o4B-04
{such as cars) may appear distorted. Irregular and f,ree-form
olr.iects such as trees and clouds will appear to have little
perceived distortion.

7.4.6 Specified bow and warp limits may not adequately
define, or control, the distortian that may become apparent
after glazing. The factors, noted above, may have a larger
influence oB the perceived reflected distortion than that which
is caused by bow anrl warp from the heat-ireating process"
Consultation with suppliers and the viewing of full-size mock-
ups, urder typical job conditions and surroundings, is highly
recommended for user or architectural evaluation of the
reflective distortion.

7 "5 Styain Pattern-In heat-$trengthened and fully tem-
pered glass, a strain pattern, which is not norrnally visible, may
become visible under cerlain light conditions. It is character-
istic of these kinds of glasses and should not be mistaken as

discoloration or nonuniform tint or color'.

1 "6 SuSace Particles--\he heat-treating process typically
involvss the transpofi ofvery hot glass on conveyor rollers. As
a result of this soft glass-to-roller contact, some glass surface
changes wili occur. Minute glass particles (flnes) from tire glass
cutting and edging process' typical manufacturing plant air-
borne debris or dust, refractory particles from the tempering
oven roof, as well as external airborne dirt and grit carried into
the plant by the large volumes of quench air used in the
process, may adhere to one or both glass surfaces.

7.7 Resistance to Wind Load-*The support system and the
amount of glass deflection for a given set of wind-load
conditions must be considered for design pulposes. Consult the
manufacturer to determine the appropriate thickness of heat-
strengthened (Kind HS) or fully tempered (Kind FT) glass
needed to satisfy the design wind load and probability of
breakage design factor for the required glass.

7.8 Special Su4faces, hpes I or .I/-Custom designs or
textures shall be as specified (see 6.1.6) or as shown on plans
or drawings.

1.9 Fabrication Gttideline,r-Heat-treated flat glass cannor
be cut after tempering. Fabrication altering the stress distribu-
tion, surface or edge shape, or dimension must be performed
belbre being heat treated. Consult suppliem tbr special edges or
irregular pattemri or, when required, on a specific type af edge.
The following guidelines rnay be used fbr normal iabrication
requirements.

7.9.1 Heat-treated giass can tre fumished with holes,
notches, cutouls, and bevels.

7.9.2 Place*tent af Holes:

7.9.2,1 The minimurn distance from :Lny edge of the glass to
the nearest point on the rim of a hole must be 6 rnm (/+ in.) or
2 times the thickness of the glass, whichever is greater (see Fig,
r).

'l .9.2.2 The minimum distance between the rims of adjoin-
ing holes must be 10 mm (% in.) or 2 times the thickness of
glass, whichever is greater (see Fig. l).

7.9.2"3 Holes near crlmers must be lrrcated so that the
nearest edge of the hole is a minimurn of 6.5 times the
thickness of the glass from the tip of the corner when the corner
is 90o or more (see Fig.2).

Glass edge

X = 6 mm (% in.) or 2t, whichever is greater
Y = 10 mm (3/s in.) or 2t, whichever is greater
Where:
X= Minimum distance between glass edge and rirn of nearest hoie
Y= Minimum dbtance betweerr rims of adioining hoies
t = glass thickne$s

FlG" 1 Placement of Holes

3
X = 6.51

Where:
X = Minimum distance between glass corner and rim of nearest hole
t = Glass lhickness.

FlG. 2 Location of Holes Near Corners

"1 .9.3 Minimum Dimension af Holes-Circular holes must
have a minimum diameter of 6.4 mm (t/t in) or the thickness
of the glass, whichever is greater. In other than circular holes,
any corners must have fillets, the radius of which must be equal
to or greater than the thickness of the glass (see Fig. 3).

7 "9.4 Dimensional Toler&nces of Holes:
1.9.4.1 Tolerance of hole diameter shail be +1.6 mm (Vtd

in.).

R

D - 6 mm (1/4 in.l or'1t, whichever is greater
R>t
Where:
D = Minimum diameter oi a hole
R = Fladius
t = Glass lhickness

FlG. 3 Maximum Dimension of Holes

Copyrightby ASTM Int'l (all rights reserved); Tue Aug 28 f O:Oi:Of EDT 2007
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7.9.4.2 Tolerance for dimensions of hole center from speci-
fied edges shall be +1.6 mm {tAt in.).

7.9"4.3 Tolerance for dimension between hole centers shall
be +1.6 mm (%e in.).

7.9.5 Chips and flakes at hole edges must not exceed 1.6

mm (%o in.).
1.9.6 Notches and Ctttouts'.
7.9.6.1 Notches and cutouts must have fillets, the radius of

which must be equal to or greater than the thickness of the
glass (see Fig. 4).

7.9.6.2 Dimensional tolerance of notches and cutouts shall
be:
+ 1.6 mm (t/tsin.) for glass thickness less than 12 mm {1/zin.).
+ 3 mm (7s in.) for glass thickness of 12 mm (/z 1n.) and
greater.

1.9.6.3 Inner surfaces of notches and cutouts must be
srnooth searned or polished.

8. Other Requirements

8.1 Strength Requiremerzts:
8.1.1 Surfar:e and Edge Compressian Requirements {see

lt.7\:
8.l.l.l Kind HS, Heat-Strengthened G/ass-Kind IIS glass

with thicknesses of 6 mm {t/+ in.) and less shall have a surface
compression between 24 ta 52 Mpa (3500 and ?-500 psi).
Surface compression testing. when required (see 6.1.9), shall
be done in accordance with 11.7.

Noru 2-Heat strengthening of glass thicker than 6 mm (7+ in.) within
nanow limits of surface compression is difficult. Consult manufacturer.

8.1.1"2 Ktnd W, Fully Tempered G/as.r-Kind FT glass

shall have either a minimum surface compression of 69 MPa
(10 000 psi) or an edge compression of not less than 67 MPa
(9700 psi) or rueet ANSI 297.1 or CPSC Standard 16 CFR 1201

in accordance with 11.8. Surface compression or edge corn-
pression testing, when requirred (see 6.1.9), shall be done in
accordance with i 1.7.

8.7.2 Ereak Test Requirentent for Kind FT Giass-When
speci{ied (see Section 6), the break requirements of Kind FT
glass shall lrc tested and interpreted in accordance with 11.8.

8.2 Ctslor or Tint--The color or tint fcr each kind, type,
class, style, finish, or pattem shall be as specified in 6.1.11 and
as fcrllows;

8.2.1 ?inr-Heat-absor-bing glass and light-reducing giass
are available in a vzriety of tints. These types of glass vary in

R>t
t = thicknes$ of g!a$s
R = radius
See paragraph 7.9.6.

tint between different manufacturers and from melt to melt so
some variation in tint may occur.

8.2.2 Color or Tint Samples-The request and particular
purpose of any color or tint sample shall be stated in the
invitation for bid. Tint samples must be heat strengthened or
fully tempered, as required, for the matching of tints as the
heat-strengthened or fully tempered glasses may exhibit slight
changes from the tint of annealed glass. Viewing of the color or
tint samples should be performed with the glass in the eventual
glazed position.

8.3 Condition B-Ceramic-coated spandrel glass, shall be
Kind HS heat-strengthened or Kind FT fully tempered glass
having a ceramic coating of a specified color which has been
fused onto and made an integral pafi of the surface of the glass
(see 6. I .1 3).

8.3.1 Appearance-When viewed in accordance with 11.9,
scattered pinholes, screen marks, and small opaque particies in
the ceramic coating iue permissible.

8.4 Conlition C-Other coated glass shall be Kind HS
heat-strengthened or Kind FT fully terupered glass with a
specilied special coating designed io modify one or more
environrnental characteristic such as soiar and visible light
transmission reflection and absorption or surface emissivity or
both (see Specification C t376).

9. Dimension Requirements

9.1 Thickness-Substrates for heat-strengthened and fully
tempered glass shall be in accordance with the thickness
requirements of Specification C 1036 and as specified therein
(see Section 6). Available sizes and thicknesses of HS and FT
glass are sutlject to the processing limitations of each fumace.
All thicknesses are not available in all conditions, types, and
classes. Consult manufacturers or fabricators.

9.2 Tbl.erunce, Length, cnd Writh Jbr Rectangular Shapes

for Canditions A, B, ond C Glass-See requirements in Thble
l.

9.3 Fattem-Cut-Unless otherwise specified (see Section
6), dimensional tolerances for pattern-cut glass must be speci*
fied {see 6.1.8}. Consult the manufacturer or fabricator for
tolerances.

9.4 Fl.atness*-Because of the nature of the processes used
in manufacturing lempered and heat-strengthened glasses,
these gtrasses are not as flat as annealed glass. The deviation for
flatness depends on thickness, width, length, and other factor$.
Usually greater thicknesses yield flatter products {see 11.6).

9.4. I l,ocaliz.e d Warp-Lacalized warp for rectangular glass
shall not exceed L6 mm (/rs in.) over any 300-mm (12-in.)

TABLE 1 Tolerance, Length and Width Hequirements {9.2}

Glass ihickness mm (in")
Finished Size Tolerance Length

and Widlh. plus or minus mm, (in.)

3.0 {ys)
4-0 1sr5";
5-0 1s4";
6.0 (v4
8.0 (s/6)

10.0 (%)
12,0 \1/zl
16"0 lsr6i
19.0 (74)

1.6 llAa)
1.6 {%e}
1.6 {%6)
1.6 {%6)
2-A f/a+)
2.4 (3/az)

3.2 t%)
4.0 {Ysz}
4.8 (3/ro)

FlG. 4 Notch and Cutout Fillets

4
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TABLE 2 Overall Bow and Warp, Maximum

Edge Dimension, cm (in.)

0-50
(0-20)

>50-90 >90-120 >120-150
(>20-35) (>35-47) (>47-59)

>150-180 >180-210 >219-240 >240-270 >270-300 >300-330 >33G-370 >370-400
(>59-71) (>71-83) (>83-94) (>S4-106) (>106*118)(>118-130)(>130_146)(>146_158)

Glass Thickness, mm (in.) Maximum Bow and Warp, mm (in.)

3 (%)
3 (%) Alternate
Meihoda

4 (5/az)

5 (3/u)

6 (vt)

8 (5/a)

10 1o7u;

12-22 (1/12 r/E\

3.0 {0.12) 4.0 (0.16) 5.0 (0.20) 7.0 (0.28) e.0 (0.35) 12.0 (0.47) 14.0 (0.55) 17.0 (0.67) 1e.0 (0.75)
2.0 (0.08) 2.0 (0.08) 2.0 (0.08) 3.0 (0.12) 5.0 (0.20) 6.0 (0.24) 7.0 (0.28) 8.0 (0.31) 10.0 (0.3e)

s.0 (0.12) 4.0 (0.16) 5.0 (0.20) 7.0 (0.28) s.0 (0.35) 12.A (0.47) 14.0 (0.55) 17.0 (0.67) 1e.0 (0.75)

3.0 (0.12) 4.0 (0.16) 5.0 (0.20) 7.0 (0.28) 9.0 (0.35) 12.0 \o.47) 14.0 (0.55) 17"0 (0.67) 19.0 (0.75)

2.0 (0.08) 3.0 (0.12) 4.0 (0.16) 5.0 (0.20) 7.0 (0.28) 9.0 (0.35) 12.0 (0.47) 14.0 (0.55) 17.0 (0.67) 19.0 (0.75) 21.0 (0.S3) 24.0 {o.e4')

2.0 (0.08) 2.0(0.08) 3.0 (0.12) 4.0 (0.16) 5.0 (0.20) 6.0 (0.24) 8.0 (0.31) 10.0 (0.39) 13.0 (0.51) 1s.0 (0.59) 1s.0 (0.71) 20.0 (0.7e)

2.0 (0.08) 2.0 (0.08) 2.0 (0.08) 4.0 {0.16) s.0 (0.20) 6.0 (0.24) 7.o (0.2q 9.0 (0.35) 12.o (0.47) 14.0 (0.55) 17.0 (0.67) 19.0 (0.75)

1.0 (0.04) 2.0 (0.08) 2.0 (0.08) 2.0 (0.08) 4.0 (0.16) 5.0 (0.20) s.0 (0.20) 7.0 (0.28) 10.0 (0.3e) 12.0 10.47) 14.0 (0.55) 17.0 Q.67\
a Values apply to 3 mm (% in.) thickness only when lhe alternative checking procedure in 11.6 is used.

span. Localized warp for strips shall not exceed 2.4 mm {3Az
in.) over any 300-mm (12-in.) span,

9.4.2 Tong Kink-Any localized kink centered at any tong
location shall not exceed 1.6 mm (%e in.) in a 50-mm (2-in.)
span.

9.4.3 Overall Bow and Warpage Tblerances-Overall bow
and warpage tolerances shall not exceed the deviations shown
in Table 2 when measured in accordance with 11.6.

10. Glass Quality and Finish

10.1 Glass qualities in this specification shall be in accor-
dance with the applicable requirements for qualities qt, qo, qt,
and qu, given in Specification C 1036 and as specified in
Section 6.

11. Test Methods

ll.1 Expansion Fit Test for Ceramic Coating-Condition B,
C e ramic - Coated Sp andre I Glas s:

L|.1.1 kst Specimens-Prepare and test in accordance with
Test Merhod c978"

I1.1.2 Test Result.r:

11.1 .2.1 The expansion match between the glass and ce-
ramic enamel influences significantly the strength characteris-
tics of spandrel glass. Proper match is essential to ensure that
significant reduction in strength does not result due to the
ceramic enamel coating.

11.1.2.2 When coated, cured, and well-annealed glass strips
are tested in accordance with Test Method C 978, the stress
measured in the glass at the ceramic-glass interface shall be a

maximum of 1.52 MPa (220 psi) tension or compression.
Il.2 Durability Tests of Ceramic Coating:
11.2.1 kst Specimens:
11.2.1.1 Specimens for durability tests shall have a repre-

sentative thickness of ceramic coating of the same type and
color as provided in specimens in 11,1.1. Specimens shall be
fired in a normal manner with a production lot.

1l.2.1.2 Specirnens for tests in 1l .2.2 and 11.2.4 may be of
any convenient size.

11.2.2 kst for Porosity-lJse either Test Method A or B.
11.2.2.1 Test Method A^-Gloss Test:

(l) Prccedure-With a glossmeter6 conforming to Test
Method C 346, check the gloss value. The glossmeter must be
calibrated such that the gloss value reading with black glass
(black Carrara or any similar product with polished surfaces)
has a value of 54.5 (see Test Method C 346 for detailed
discussion).

(2) Test Results-Penetration of water through porous
ceramic can cause separation of the ceramic enamel from the
base glass in freezing weather; ceramic with adequate gloss has
been found to prohibit water entry thus preventing such
failure. When tested, the gloss value shall not be less than 35
at the time of manufacture.

11.2.2.2 Test Method B-India Ink Tbst:
( I ) Procedure-Lightly scrape an approximate 25- by

75-mm (l- by 3-in.) area of the ceramic enamel coating with
ten passes of a single-ed ge razor blade oriented toward the ten
and four o'clock position at an angle clf 45' to the surface of the
specimen. Draw a line with India ink along the 75-mm (3-in.)
dimension. After the ink has been on the specimen for 15 min,
apply a fine abrasive paste over the line and scrub with an assay
brush until the paste is removed from the line area. View the
scrubbed area under a diffused light source with the unaided
eye to determine if any residue remains in the ceramic enamel
coating.

(2) Test Resalts-Residual deposits of ink indicate a
porosity of the ceramic enamel coating that will allow water
moisture penetration that may result in a discoloration of the
ceramic enamel coating or a separation of the ceramic enamel
coating and the glass substrate in freezing weather or both.

11.2.3 Alktli Resistance lest-specimens for evaluation of
resistance to alkali shall be prepared and tested in accordance
with Test Method C 1203. The measured weight loss shall nor
exceed 0.0028 g/cmz.

11 .2.4 Acid-Resistance lesr-Specimens for evaluation of
resistance to acid shall be tested in accordance with Test

6 A glossmeter manufactured by Photovolt Corp., Hunter Associates Laboratory,
Gardner Instlument Co., or olhers using a 45'serch unit have been found suitable
for this purpose.
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Method C 7 24. The acid resistance of the test specimen shall be
five or better to be considered acceptable, and no visible stain
shall be observed when the undecorated side of the sample is
viewed over an opaque background.

11.3 Fallout Resistance Test for an Assembly of Gktss and
Adhered Reinforcing Material-Applies to Condition A, Con-
dition B, or Condition C glasses when used as spandrels.
(NOTE-Fallout resistance capability is optional and is in-
tended to provide temporary retention of broken spandrels.)
(See 6.1.14).

11.3.1 Frequency of lesls-Unless otherwise specified, the
test for fallout resistance shall be performed with specimens
taken from the initial production lot and thereafter only when
changes are made in the assembly.

11.3.2 Specimen Size-Size of specimens shall be 863 by
1930 mm (34by 76 in.) with a tolerance of +1.6 mm (%o in.)
on each dimension.

11.3.3 kst Procedure--Test for 100 cycles and repeat with
no time delay between cycles. Perform each cycle in sequence
as fcrllows:

11.3.3.1 Hold for I h at-29"C (-20F) and arnbient hu-
midity.

11 .3.3.2 During the next 3 h, increase temperature
from - 29 to 82"C (-20'F to 180'F) with relative humidity at
95 to 100 7o when above 5"C (41"F).

11.3.3.3 Then hold for I h at 82"C (180'F), 95 to 100Eo
relative humidity.

11.3.3.4 During the next 3 h, decrease temperature from 82
to -29"C (180 to - 20"F) and ambient humidity.

11.3.4 Sample Stabilization-After completion of the test
procedure of 11.3.3.4, the sample shall be allowed to rest for at
least four h at temperatures between 20 and 30'C (68 and
86'F).

11.3.5 kst Apperatus-Eacb specimen shall be mounted in
a test frame as specified in ANSI 297.1 or CPSC 16 CFR l20l
as modified to conduct pressure test of 11.3.7.

11.3.6 Fracturing Glass-While the specimen is in the test
frame, break the specimen using a spring-loaded prick punch at
the midpoint of either vertical edge and 25 mm (1 in.) inboard
ot'the edge. Cracks and fissures that may develop are permis-
sible.

11.3.7 Wintl Load-Subject each specimen after breakage to
ten cycles of positive ancl negative pressure at 200 Pa {.4 ps! to
simulate the action of wind load against a building. Each
positive and negative pressure shall be of 5-min duration.

11.3.8 Interpretafion of Tests-Although cracks and fissures
that may have developed are permissible, no opening shall
occur through which a 76.2-mm (3-in.) diameter sphere may be
freely passed, nor shall there be single or multiple areas with a
cumulative total area of more than 58 cmt (9 in.2 ) in which an
attached film or other reinforcing material is detached from the
glass.

ll.4 Wave, Ream, Strings, and Lines, Condition A cmd
Condition C Glass, Type l-Place sample in a vertical position
at a distance of approximately I m (36 in.) from a brick wall or
similar background showing essentially straight lines. Look
through the sample at a distance of approximately 1 m from the
sample using daylight without direct sunlight or with back-
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ground light suitable for observing each type of impedection.
View the sample at an angle to the surface of not less than the
vision interference angle in the table for the applicable glass in
Speciflcation C 1036. The line of vision shall be perpendicular
to the wall. Determine acceptability in accordance with the
applicable table of blemishes in Specification C 1036.

ll.5 Scratches, Rubs, Stones, and Gaseous Inclusions:
11 .5.1 Contlition A and Condition C Glass, Type l-Place

samples in a vertical position approximately 1 m (36 in.) from
the viewer's position for initial blemish detection. The viewer
shall look through the sample using daylighr without direct
sunlight or with background light suitable for observing each
type of blemish. Refer to Specification C 1036 Tables 2, 3, and
4 lor evaluation critelia.

11.5.2 Condition B, Ceramic Coated-Spandrel glass shall
be viewed by light reflected from the viewed surface. Place the
spandrel glass sample against an opaque backup material in a
vertical position. View the sample from a distance of approxi-
mately 1 m (36 in.) for initial blemish detection. Refer to
Specification C 1036 Tables 2, 3, and 4 for evaluation criteria.

11 .6 ktcalized Warp and Overall Bow and Warp-Place
sample glass in a freestanding vertical position, resting on
blocks at the quarter points. With the glass in this position,
place a sffaightedge across the concave surface, parallel to and
within 25.4 mm (1 in.) of the edge, and measure the maximum
deviation with a taper, or feeler gage, dial indicator or fine
scale ruler. When the above procedure is impractical for larger
sizes of 3-mm (%-in.) thickness, place the glass on a flat
surface, concave side down, and use a taper, feeler gage, dial
indicator, or fine scale ruler, reading in 0.02-mm (0.001-in.)
increments, to determine overall bow and warp. Overall bow
and warp values shown on the second line of Table 2 apply to
3mm (% in.) when the altemative (horizontal) procedure is
used.

ll.7 Surface and Edge Compression, Kinds HS and FT-
Examine specimens by the polariscopic or light refracrion
methods for surface or edge compression. When the range of
the apparatus permits examination for edge compression only,
obtain the averaged value for all midpoints of every edge.
Accomplish this examination for Condition B spandrel glass by
remcving the ceramic coating with hydrofluoric acid or abra-. sive cloth. lndex oii and a glass-slide cover plate may be
necessary to elinrinate the diltrusing effect of the abraded
surface and expose comprcssion color bands.

11 .1 .l Surface Compression, Kinds HS and FT (see 8.1)-
Surface compression to be measured by light refraction meth-
ods such as GASP, DSR, or similar methods per Test Method
C 1279. Two surface compression measurements shall be made
in each of iive locations, oriented in two directions at 90o to
each other, for a total of ten readings on each specimen to be
tested. Average the ten readings to determine the stress level of
the test sample. The flve locations to be examined are shown in
Fig. 5.

ll.8 Break Test, Kind FT, Fully Tempered G/zzss-Test and
interpret in accordance with ANSI 297.1 or CPSC 16 CFR
1201 as applicable (see 8.1.2).

11.9 Coating Criteria, Condition B, Ceramic Coated-
Spandrel glass shall be viewed by light reflected from the
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FlG. 5 Five Locations Exarnined

viewed surface. Place the spandrel glass sample against an
opaque backup material and in a vertical position. View the
sample from a distance of approximately 3 m (10 ft). Deter-
mine acceptability in accordance with 8.3.1.

17.10 Coating Criteria Condition C-See Specilication C
1376.
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12. Product Marking

12.1 The identification rnarking, when required, shall in-
clude the manufacturer's name or trademark, rhe glass thick-
ness, and the designation of heat strengthened or fully tem-
pered, as applicable f*rr Kind F"I glass. The identification
marking shall be either permanent or te.rnp$rary, as specified.
Heat-treated glass intended for use in vision areas (such as
doors and windows) shall be permanently rnar-ked.

12. l. 1 Pennane nt I de ntificati on M arking-Permanent iden-
tification rnarking shall be accomplished by vrndblasting,
etching, or lired-on ceramic decal or silk-screened imprint
methods that do not introduce stre$ses. The marking shall be
located at a corner of the glass where it shall be fully visible
and legible when the glass is installed.

12.1.2 Temporury Identificatiott Marking-Temporary iden-
tilication marking shall consist of a label that is attached to the
glass and can be rernoved after installatior: of the glass.

13. Keywords

13.1 edge compression; flat glass; heat-s:rcngthened glass;
heat-treated glass; surface compression; tempered glass
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